Flexi-Pave Method

Procédé Flexi-Pave

Flexible anti-cracking asphalt mixtures

- Capable of being bent under load
- High crack resistance
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- Flexi-Pave withstands a far greater
number of load cycles than conventional
pavements.

- Flexi-Pave is soft even at 5°C.
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W Paving work

It can be applied in the same way as conventional asphalt mixtures
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Paving/Laying Compaction Finished surface

W Repaired pavement after two years of use

- Comparison of road surface cracks after two years of use
- Cracks in Flexi-Pave are shorter.

Ordinary asphalt pavement
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